
 

 

     

Specification for Suspension Polyvinyl Chloride Grade S I 67 

 

№ Technical Properties description  Standard 

1 Appearance  White consistent powder 

2 Amount of impurities and foreign objects , ea.,maximum                  6  

3 Value K  66-68 

4 Bulk density , g/ cm³ 0.54-0.60 

5 Residue after sieving on a sieve with mesh : 

No.0315, %, maximum  

No 0063,%, minimum 

 

               0.1 

               95 

              6  Looseness ,s, maximum                 15 

              7 Plasticizer saturation mass, g per 100 g of PVC , minimum                  20 

8 Thermal stability, at 160 °C, min., maximum  45 

9 Mass fraction of moisture and volatile substance , %, 

maximum 

  0.3 

10 Mass Fraction of the vinyl chloride , mln¯¹, maximum  0.5 

 

 

 

  


